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Abstract Numerical investigation shows that an optimised leaky-mode resonant diffrac-

tion gratings fabricated in Ta2O5 layer deposited on the facet of an optical fibre can have a

modal reflectance peak of more than 95%, 3 dB spectral bandwidth of about 50 nm and

polarization extinction ratio of almost 18 dB. The grating is intended to be employed as a

high-reflectance, wavelength- and polarization-dependent mirror in a fibre laser. We

compare results of 2D and 3D modelling, investigate influence of grating parameters on

spectral shape of modal reflectance and discuss fabrication tolerances.
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1 Introduction

In this paper we investigate leaky-mode resonant diffraction gratings (LMRG) used as a

wavelength- and polarization-selective element in fibre lasers. Resonant leaky-mode

diffraction gratings are phase-matching gratings allowing us to excite and simultaneously

extract a guided mode of the adjacent waveguide. Their zero-order diffraction efficiency

can be close to 100% in reflection. Leaky-wave resonance was recognized in some of

Wood’s diffraction anomalies by Hessel and Oliner (1965). Neviére et al. theoretically

studied these anomalies in dielectric gratings combined with waveguides and related them

to the existence of waveguide modes (Neviere et al. 1973). In 1985, Mashev and Popov

experimentally demonstrated a resonance anomaly in the reflected zero diffraction order

caused by the excitation of guided waves in a corrugated waveguide, which significantly

increased the reflectance of the structure in a narrow wavelength band (Mashev and Popov

1985). Diffraction of a monochromatic plane wave by a surface-corrugated waveguide and

by a substrate-corrugated waveguide was studied by Golubenko et al. (1985). A multiple

interference model related to an intuitive ray picture and a second-order perturbation

approach with a Green’s function formulation were developed for thin dielectric waveg-

uides by Sharon et al. (1997).

LMRGs were used as wavelength-selective elements in erbium-doped ZBLAN fluoride

fibres operating in a spectral range of 2700–2900 nm (Johnson et al. 2012), in erbium-

doped silica fibre laser at a wavelength of 1541 nm (Mehta et al. 2007), and in thulium-

doped silica fibre lasers at a wavelength of about 2000 nm (Sims et al. 2011). A colli-

mating optics was used in all these laser experiments in order to couple light from the

optical fibre to the LMRG. Any of such intracavity elements negatively influences the

threshold, slope efficiency, reliability and cost of high-power fibre lasers. It is therefore

tempting to fabricate the LMRG directly on cleaved or polished fibre facets. Several

technologies were examined for micromachining of fibre facets such as interference

lithography (Yang et al. 2012), photolithography (Johnson et al. 2003), electron-beam

lithography (Prasciolu et al. 2003), focused ion-beam milling (Schiappelli et al. 2004;

Vanek et al. 2016), stamping (Sanghera et al. 2010; MacLeod et al. 2011), nano-imprint

technology (Kostovski et al. 2009; Kanamori et al. 2013), two-photon polymerization 3D

printing (Williams et al. 2011; Gissibl et al. 2016a, b), direct laser writing (Kowalczyk

et al. 2014).

Here we report on a leaky-mode resonant diffraction grating that is intended to be

employed as a high-reflectance, wavelength- and polarization-dependent mirror in a fibre

laser. The grating is supposed to be milled into an oxide layer with high refractive index

deposited on the fibre facet. The design of the diffraction grating is described in Sect. 2,

optimization of the grating in Sect. 3, tolerance analysis in Sect. 4.

2 Leaky-mode resonant grating design

We design the LMRG for a specific use in high-power, thulium-doped fibre lasers such as

shown in Fig. 1a. The resonator of the laser consists of a large mode area, double-clad,

polarization maintaining thulium-doped fibre (PLMA-TDF), pump-signal combiner (PSC),

and two mirrors. Laser diodes with multimode pigtails are used for pumping the double-

clad active fibre over the PSC. The low-reflectance mirror is formed by a perpendicularly

cleaved output fibre of which the reflectance is 3.5% in accordance with Fresnel equations.
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The high-reflectance wavelength- and polarization-selective mirror is fabricated on the

perpendicularly cleaved pigtail of the PSC in the form of an LMRG. We design the high-

reflectance mirror so that it will have a resonance wavelength of 2000 nm, modal reflec-

tance close to 100%, high polarization extinction ratio, and reasonably narrow bandwidth.

The fibre with the LMRG is shown in Fig. 1b. The single mode fibre has a core with

radius rco and refractive index nco, cladding with radius rcl and refractive index ncl. An

oxide layer with high refractive index nox and thickness h is deposited on the fibre facet.

Finally, grating grooves with depth h1 are etched into the deposited layer. The sub-

wavelength grating has period K and fill factor f. Throughout the paper, we assume

parameters shown in Table 1. We neglect dielectric losses by setting extinction coefficients

to zero.

Since the corrugated high-index layer is surrounded from both sides with lower-index

media, it can be considered as a double-layer planar waveguide: a homogeneous layer with

the thickness h2, and a ‘‘segmented’’ layer with the thickness h1 and with somewhat lower

polarization dependent refractive index according to the effective-medium theory (Lalanne

and Hugonin 1998). This bi-layer can be thus considered as a planar leaky-wave waveg-

uide perpendicular to the fibre. Light incident from the fibre is coupled in the 1-st

diffraction orders of the grating into the waveguide in opposite directions. Light guided in

the waveguide is back-reflected in the 2-nd diffraction orders of the grating and partially

coupled out of the guiding layer in the 1-st diffraction orders. By proper adjustment of

grating parameters the transmitted zeroth order can be suppressed by the destructive

interference with the light coupled out of the guiding layer while the back-reflected zeroth

order light is enhanced by constructive interference with the light coupled out of the layer

in the backward direction. As a result, high spectrally selective back-reflection is achieved

(Neviere et al. 1973; Golubenko et al. 1985).

Because of relatively high refractive index contrast of the structure, deep etch and only

weakly subwavelength character of the grating, application of ‘‘rigorous’’ full-wave

numerical modelling methods is required for the proper design of the grating.

(a) (b)

Fig. 1 a Idea of LMRG application in a laser setup. b Optical fibre with resonant diffraction grating

Table 1 Refractive indices and core radius used in the calculations

nco 1.4428 ncl 1.44 nox 1.906 rco 12.5 lm
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The resonant wavelengths differ for TE and TM modes. We design the LMRG so that

only TE mode resonance falls in the gain band of thulium-doped fibre. High extinction

ratio of TE to TM polarization will allow laser operation with defined wavelength and

polarization.

3 Leaky-mode resonance simulation

The finite-difference time-domain (FDTD) method is used to design and optimise the

LMRG. We simulate propagation of a short optical pulse with finite bandwidth centred at a

specific wavelength in the fibre using the open-source computer software MEEP (Oskooi

et al. 2010). Only the fundamental fibre mode is excited in simulations. The pulse excites

the leaky-mode resonance in the microstructure fabricated on the fibre facet. It should be

noted that we analyse the excitation of the leaky mode by a short optical pulse just for

convenience. The laser shown in Fig. 1a is assumed to operate in CW mode.

We calculate the transmission and reflection spectra by taking harmonic transforms of

the time-domain fluxes through the measurement planes Fg1 and Fg2 situated before and

behind the LMRG (Fig. 2). The plane Fg1 is relatively far from the LMRG so that the

diffracted light that is not coupled back to the fibre core can be absorbed in the perfectly

matched layers (PML) surrounding the simulated area. The flux spectrum F1g recorded in

the simulations is, in fact, the difference of forward FF and reflected FR flux spectra,

F1g ¼ FF � FR: ð1Þ

We use a reference model of a fibre without any grating to find the forward flux spectrum

FF ¼ F1f . The reflected flux spectrum is

Fig. 2 Model of the fibre with LMRG (top) and reference fibre (bottom) as used in the FDTD method.
Perfectly matched layers (PML), source and flux planes are shown
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FR ¼ F1f � F1g; ð2Þ

and the modal reflectance Rg, transmittance Tg and loss of the LMRG Lg are calculated as

Rg ¼FR=F1f ; ð3Þ

Tg ¼F2g=F2f ; ð4Þ

Lg ¼1� Tg � Rg: ð5Þ

In order to optimize gratings with limited computational resources, we resort to 2D-

FDTD method for a 1D grating on the facet of a slab waveguide with the thickness equal to

the diameter of the fibre. The simulations are performed with a resolution of 30 points/lm
which corresponds to 60 points per wavelength in vacuum and roughly 30 points per

wavelength in high refractive index oxide layer. The simulated area is 128 lm � 50 lm
with PML thickness 1.5 lm. The flux measurement planes are placed at a distance of 5 lm
from the left and right border. The source has Gaussian distribution both in time and space

and is placed at a distance of 4 lm from the left side of the simulated area. The modal

width is estimated to be 10.8 lm FWHM by minimizing loss in the reference waveguide

without any grating. We assume a truncated periodic structure with N grooves, centered on

the fibre axis. The number of grooves is set to 33 if not stated otherwise. Influence of the

number of grating grooves on the modal reflectance is discussed in Sect. 4

We compare the 2D simulation results with full 3D simulations performed by Fourier

modal method (3D-FMM) (Čtyroký 2012) in order to justify the use of such a simplified

model. Very good agreement between modal reflectances calculated with 2D and 3D

models was found (Fig. 3a). The whole modal reflectance curve calculated by 3D FMM is

shifted by 2.0 nm to shorter wavelength compared to the curve calculated by the 2D-FDTD

method. Both reflectance curves agree within 2.0% over the whole wavelength interval

1.9–2.1 nm, when this wavelength shift is taken into account. The peak reflectances, which

are important for the laser performance, differ by 1.1%. Such a small uncertainty in the

reflectance peak value will be negligible in experiment taking the fabrication tolerances

into account.

We also compared modal reflectances calculated by the 2D-FDTD method with those

calculated by the 2D-FMM and found that they are almost undistinguishable (Fig. 3b).

Fig. 3 a Modal reflectances calculated by 2D FMM and 3D FMM for LMRG with resonance at 1960 nm.
b Modal reflectances calculated by 2D FMM and 2D FDTD method. LMRG has period K ¼ 1290 nm,
f ¼ 0:7, h1 ¼ 200 nm and h2 ¼ 710 nm

Leaky-mode resonant gratings on a fibre facet Page 5 of 10  50 

123



Both reflectance curves agree within 1.8% over the whole wavelength interval 1.9–2.1 nm

without any wavelength shift.

4 Leaky-mode resonant grating optimization

We maximized the peak modal reflectance at a wavelength of 2000 nm using the 2D-

FDTD method by varying the grating period K, groove depth h1, waveguide layer thick-

ness h2, and fill factor f. Figure 4 shows how the spectral shape of modal reflectance is

affected by parameters of the LMRG. The period K determines the wavelength at which

the resonant coupling between the incident wave and the guided mode occurs. Variations in

the period are manifested by almost pure resonant wavelength shifts. The groove depth

variation h1 is related to the coupling strength. A substantial groove depth is necessary to

achieve modal reflectances close to 100%. When close to the optimum point, the groove

depth influences the reflectance peak shape. The thickness of the waveguide layer h2 has a

direct impact on the guided mode. The fill factor determines the superstrate effective index

and has a major impact on the properties of the waveguide as well. Variations in both these

parameters have strong influence on the resonance wavelength and peak modal reflectance.

Figure 5 shows effects which the fill factor has on the modal reflectance peak height,

wavelength, and width. The modal reflectance reaches a maximum value of 96% for a fill

factor of 0.62. The full width at half maximum (FWHM) of the modal reflectance peak

decreases with increasing fill factor, while the resonance wavelength increases. Further, the

influence of the number of grating grooves on the peak modal reflectance is shown in
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Fig. 4 Dependence of the spectral shape of modal reflectivity on a grating period K, b grating groove depth
h1, c guiding layer thickness h2, d grating fill factor f
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Fig. 5d. It shows that the grating size should be much larger than the fibre core diameter, at

least 40 lm � 40 lm for a fibre with a 25-lm core diameter. The optimum parameters are

summarised in the Table 2. The modal reflectance reaches a value of 96% for TE mode,

while it remains as low as 1.6% for TM mode. The polarization extinction ratio achieves a

value of 17.8 dB.

5 Fabrication tolerance analysis

In the previous section we focused on the search for optimum LMRG parameters. We also

showed how the modal reflectance is influenced by deviations of various parameters from

their optimum values. Now we will examine imperfections that may arise in diffraction

gratings made by the FIB technique. We assume that the groove depth and fill factor have

the normal distribution about their mean values with standard deviation r. Ten realizations

of the LMRG with random groove depths and constant fill factor were generated for each

standard deviation shown in Fig. 6a. The spectral dependence of modal reflectance was

1950
1960
1970
1980
1990
2000
2010
2020
2030
2040
2050

0.50 0.55 0.60 0.65 0.70 0.75

W
av

el
en

gt
h 

[n
m

]

Fill factor

80

90

100

0.50 0.55 0.60 0.65 0.70 0.75

P
ea

k 
m

od
al

 re
fle

ct
an

ce
 [%

]

Fill factor

40

50

60

0.50 0.55 0.60 0.65 0.70 0.75

P
ea

k 
FW

H
M

 [n
m

]

Fill factor

80

90

100

22 24 26 28 30 32

P
ea

k 
m

od
al

 re
fle

ct
an

ce
 [%

]

Number of periods

(a) (b)

(d)(c)

Fig. 5 Dependence of the modal reflectance peak a wavelength, b height, c width on the fill factor
f. d Dependence of the peak modal reflectance on the number of grooves of the truncated grating

Table 2 Optimum parameters of the LMRG

K (nm) 1295 h1 (nm) 860 h2 (nm) 270 f 0.62
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calculated for each of these random gratings by the 2D-FDTD method. The same process

was repeated with random fill factors and constant groove depth. Averaged peak modal

reflectances are shown together with error bars in Fig. 6 for various standard deviations of

corresponding parameters. We can conclude that standard deviations of the fill factor equal

to 0.075, or of groove depth equal to 38 nm cause a decrease in the modal reflectance from

96 to 80%. The peak modal reflectance is expected to be 64% when both parameters

change randomly with such standard deviations. We analysed also influence of rounded

upper edges and trapezoidal shape of the grating grooves on the modal reflectance. We

found these imperfections to be far less important compared to the groove depth and fill

factor. These results should be taken into account when selecting the FIB milling

parameters.

6 Conclusions

High-reflectance polarization-sensitive wavelength filters based on leaky-mode resonant

gratings designed for the fabrication on the facet of optical fibres were numerically

investigated. Such structures can be milled by focused ion beam in a high-refractive-index

layer deposited on the fibre facet. In simulations, we used the 2D FDTD method, 2D FMM

and 3D FMM. All these methods yielded almost identical results. We predicted that a

modal reflectance peak height of 96% and bandwidth of about 50 nm for gratings centred at

2000 nm can be obtained for an optimised leaky-mode resonant diffraction grating fab-

ricated in a tantala layer. The polarization extinction ratio of 17.8 dB is sufficiently high to

maintain the well-defined linear polarization of the laser. It was found that the grating size

should be larger than 40 lm� 40 lm for a fibre core diameter of 25 lm to get such high

reflectance. We analysed the influence of systematic errors in the layer thickness, grating

fill factor, and groove depth. Examination of the effects of the variance of the fill factor and

groove depth on the modal reflectance was also carried out. Based on this analysis we can

conclude that the fabrication of such leaky-mode gratings is feasible. Experimental work is

under way, however it is beyond the scope of the present paper.
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